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Problem #1 
Asphalt Binder Content (SD 314) 

Complete the DOT-89 form below.  What is the Job Mix Formula Tolerance?  _____ 

*Temp. Correction 

Factor Chart in SD 314 



Problem #2 
Hydrated Lime 

Complete the DOT-33Q form below.  What is the Job Mix Formula Tolerance?  _____ 



Problem #3 
Moisture in the Mix 

Complete the calculations below.  What is the max % moisture allowed?  _____ 



Problem #4 
RAP Content 

Complete the DOT-93 form below.  Use the RAP equation sheet found in the Problems Packet.  What is 
the Job Mix Formula Tolerance?  _____ 



Problem #5 
Draindown 

Calculate the draindown percentage on the DOT-91 form below.   



Problem #6 
DOT-86  
Gyratory Worksheet 

Complete the DOT-86 for 
a Q2R Mix. 

   

Use the equation sheet in 
the Problems Packet. 



Problem #7 
Core Dryback 

Complete the DOT-42-Q form below. 

   


